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“ EXECUTIVE SUMMARY

On July 14, 1998, CONNOR Environmental Services & Engineering Assessments, a division of
MIRCON, Inc., (the “Consultant”) conducted an Asbestos-Containing Materials (ACM) Survey at the
Royal Street Bus Division. The following buildings were included in the survey:

o Royal Street Bus Garage
o Service Lane Building
The following table shows all ACM’s, their location and the quantity as well as their condition

and the method used to determine the presence of asbestos. (Note: All locations are in the Royal Street
Bus Garage unless otherwise noted.) The locations are presented on the maps in Appendix D.

MATERIAL LOCATION QUANTITY | CONDITION METHOD

Plaster Ceiling 2" Floor Depot Office 1,100 SF Poor Laboratory Analysis
Area

Green 9" x 9” Vinyl 2" Floor Depot Men’s 75 SF Good Laboratory Analysis

Floor Tiles and Mastic | Room

Green 9" x 9” Vinyl 2" Floor Janitor’s Closet 50 SF Good Laboratory Analysis

Floor Tiles and Mastic

Orange 127 x 127 Vinyl | 2™ Floor Depot Lounge 2,200 SF Good Laboratory Analysis

Floor Tiles and Mastic

Orange 12" x 12" Vinyl | 2™ Floor Depot Office 120 SF . Good Laboratory Analysis

Floor Tiles and Mastic | Area

Green 9” x 9” Vinyl 2" Floor Depot Men’s 75 SF Good Laboratory Analysis

Floor Tiles and Mastic | Room

Green 9” x 9” Vinyl 2" Floor Depot Office 300 SF Good Laboratory Analysis

Floor Tiles and Mastic | Area

White 12" x 12” Vinyl | 2 Floor Depot Men’s 75 SF Good Laboratory Analysis

Floor Tiles and Mastic | Room

White 9” x 9” Vinyl Depot Men's Room 75 SF Good Laboratory Analysis

Floor Tiles and Mastic

White 9” x 9” Vinyl Janitor’s Closet 50 SF Good Laboratory Analysis

Floor Tiles and Mastic

Black 9” x 9” Vinyl Body Shop Storage 100 SF Good Laboratory Analysis

Floor Tiles and Mastic

Bluck 9” x 9” Vinyl Supervisor’s Office 84 SF Goad Laboratory Analysis

Floor Tiles and Mastic

Black 9” x 9” Vinyl Middle Maintenance 34 SF Gond Laboratory Analysis

Floor Tiles and Mastic | Office

Bluck 9”7 x 9" Vinyl Front Maintenance 72 SF Good Laboratory Analysis

Floor Tiles and Mastic | Office

Black 9” x 9" Vinyl Store Room 180 SF Good Laboratory Analysis

Floor Tiles and Mastic

Bare Hills Business Center. 1421 Clarkview Road » Suite [{X) « Baltimore, MDD 21209-7 138
(410) 296-7971 » (300} J08-797] « FAX £410) 296.3419
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{ j MATERIAL LOCATION QuANTITY | CONDITION METHOD
Black 9" x 9” Vinyl Goodyear Area 100 SF Good Laboratory Analysis
Floor Tiles and Mastic
Red 9” x 9” Vinyl Floor | Body Shop Storage 100 SF Good Laboratory Analysis
Tiles and Mastic
Red 9” x 9” Vinyl Floor | Supervisor’s Office 84 SF Good Laboratory Analysis
Tiles and Mastic
Red 9” x 9” Vinyl Floor | Middle Maintenance 84 SF Fair Laboratory Analysis
Tiles and Mastic Office
Red 9" x 9” Vinyl Floor | Front Maintenance 72 SF Fuir Laboratory Analysis
Tiles and Mastic Office
Red 97 x 9 Vinyl Floor | Store Room 180 SF Good Laboratory Analysis
Tiles and Mastic
Red 9” x 9" Vinyl Floor | Goodyear Area 100 SF Good Laboratory Analysis
Tiles and Mastic
Beige 12 x 127 Vinyl | Storeroom Office Closet 20 SF Good Laboratory Analysis
Floor Tiles and Mastic
Beige 12" x 12” Vinyl | Store Room 360 SF Good Laboratory Analysis
Floor Tiles and Mastic
Beige 127 x 12" Vinyl | Storage Area 225 SF Good Laboratory Analysis
Floor Tiles and Mastic
Beige 12" x 127 Vinyl | Goodyear Area 100 SF Good Laboratory Analysis
Floor Tiles and Mastic
Tan 9” x 9” Vinyl Floor | Storeroom Bathroom 60 SF Good Laboratory Analysis
Tiles and Mastic
Green 9” x 97 Vinyl Storeroom Bathroom 10 SF Goad Laboratory Analysis
Floor Tiles and Mastic
Aircell Pipe Insulation | Goodyear Area IOLF Good Assumed
Fire Doors Throughout Both 50 EA Good Assumed

Buildings

Roofing Materials Roof - Both Buildings 60,000 SF Good Assumed

Bare Hills Business Center. 1421 Clarkview Road » Suite 104} » Baltimore, MD 21209-2188

(310} 296-7971 o (800) 296-7971 » FAX ¢11(1) 206-3419
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“INTRODUCTION

CONNOR Environmental Services & Engineering Assessments, a division of MIRCON, Inc., (the
“Consultant”) contracted with Washington Metropolitan Area Transit Authority (WMATA) (the
“Client™) to conduct an Asbestos-Containing Materials Survey of the Royal Street Bus Division (the
"Project Site”). The scope-of-services were outlined in the proposal dated November 13, 1997. These
services have been incorporated into the Asbestos-Containing Materials Survey,

The purpose of this report (“Asbestos~Containing Materials Survey”) is limited to providing
the Client a limited environmental assessment concerning environmental conditions, specified in the
report, and evident at the site at the time of the assessment. This Asbestos-Containing Materials Survey
is designed only for the identification of environmental conditions and shall not be utilized for remediation
or abatement. Consultant does not assume responsibility for the discovery and elimination of potential
hazards that could cause accidents, injuries, or damage. This assessment includes conditions, operations,
and practices as observed during the site walk through. Changes, procedural modifications, or facility
renovations made after the site assessment are not included.

Surveyed by: John O’Connor
Written by: John O’Connor
Reviewed by: Timothy C. Connor, REA

P b cp 7 jo lrel

Timothy C.\Connor, REA / 3,01 Date
Vice President

%{; D Ly (L5757

ﬁ"fﬁn O’ Connor Date

Bare Hills Business Center, 1421 Clarkview Road o Suite 100 » Baltimore, MD 212000198
3 2967971 & (3001 296-7971 « FAX (4111 M6-3419




CONNOR ENVIRONMENTAL SERVICES & ENGINEERING ASSESSMENTS

80941304 Page - 4

~~” ASSESSMENT APPROACH

An on-site Asbestos-Containing Materials Survey was conducted at the Royal Street Bus
Division. (Inspector training certificates are included in Appendix A.) The weather condition was clear
with temperatures of 78 (°F). The assessment consisted of sampling suspect asbestos-containing
materials pursuant to the requirements of the Code of Federal Regulations, Title 29 {Occupational Safety
and Health), Part 1910 (Occupational Safety and Health Standards, Section 1001 (Asbestos), Subsection
j (Communication of Hazards to Employees). The assessment was to be sufficient to enable Consultant
to issue a professional opinion concerning the Project Site status (based on recorded fact) as related to

the following regulated activities:

Determine if the Project Site contains, in the areas surveyed, the following:

o Materials containing greater than one percent (1%) asbestos s determined using the
method defined in the Code of Federal Regulations, Title 40 (Protection of Environment);
Part 763 (Asbestos); Appendix A to Subpart F (Interim Method of the Determination of
Asbestos in Bulk Insulation Samples); Section 1 (Polarized Light Microscopy). This
includes materials (Category I Non-Friable, Category Il Non-Friable and Friable) defined
in the Code of Federal Regulations, Title 40 (Protection of Environment); Part 61
(National Emission Standards of Hazardous Air Pollutants); Subpart M (National
Emission Standard for Asbestos); Section 141 (Definitions).

In addition, the assessment was conducted to satisfy the requirements of:

o The Code of Federal Regulations, Title 29 (Occupational Safety and Health), Part 1910
(Occupational Safety and Health Standards, Section 1001 (Asbestos), Subsection
(Communication of Hazards to Employees).

The laboratory report lists the samples taken from the Project Site and the laboratory analysis
results using polarized light microscopy with dispersion staining for asbestos {(Interim Method for the
Determination of Asbestos in Bulk Insulation Sample - EPA 600/M4-82-020). The Consultant does not
assume responsibility for interpretation of test results beyond what is printed in this analytical report.

Rare Hills Business Center. 1421 Clarkview Road » Suite () e Bultimore. MD 21209-2188
(1) 2067071 o (8003 2067971 0 FAX (410) 2963419
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PROJECT SITE RECONNAISSANCE

Regulated Asbestos-Containing Materials (RACM)

No previous Asbestos Survey Reports were available for this facility.
During the course of our assessment, suspect asbestos-containing materials (ACM) were
observed in the following forms:
o Suspect Category I Non-Friable material
- Vinyl floor tiles and associated mastic
- Roofing materials
o Suspect Category Il Non-Friable material
- Drywall
Joint compound

!

- Ceiling plaster

- Cove base molding

o Suspect Friable material

-~ Boiler insulation

i

2’x4’ ceiling tile

2’x2’ ceiling tile

i

I’x1” ceiling tile

1

Suspect asbestos-containing materials, observed in the form of roofing materials, were not
sampled at the time of the assessment because effective roof repairs were not practical and sampling can
invalidate existing roof warranties. Sampling of the roof may be done in conjunction with scheduled
equipment installation or roof repairs. These materials must be presumed asbestos-containing material
(PACM) until sampling is conducted to confirm or deny the presence of asbestos.

Bare Hills Business Center, 1421 Clarkview Road e Suite 100} « Baltimore. MD 21200.2188
(411 296-7971 « 1800} 156-7971 « FAX (4108 2963410




CONNOR ENVIRONMENTAL SERVICES & ENGINEERING ASSESSMENTS
Page - 6

80941304

4 Sampling Activities

Representative samples of the accessible suspect asbestos-containing materials were obtained.
The following table lists the samples taken, their location/description, and the findings of the laboratory
analysis results, Laboratory data sheets are contained in Appendix B. Sample locations are presented in

maps in Appendix C.
ASBESTOS
SAMPLE CONTAININ PHOTO
NUMBER LOCATION DESCRIPTION G NUMBER
; YES/NoO
JOCOIA | Boiler Room Boiler [nsulation No N/A
JOCOIB | Boiler Room Boiler Insulation No N/A
JOCOIC | Boiler Room Boiler Insulation No N/A
JOCO2A | Depot Lounge 2'x4’ Ceiling Tile, White, Gypsum, %" No N/A
JOCO2B | Depot Locker Room 2'x4’ Ceiling Tile, White, Gypsum, %" No N/A
JOCO02C | Supervisor's Office 2’x4’ Ceiling Tile, White, Gypsum, %" No N/A
JOCO3A | Depot Office Perforated Dot 1'x1” Ceiling Tile, White, No N/A
Gypsumn, 127
. JOCO3B | Depot Office Perforated Dot 1'x 1" Ceiling Tile, White, No N/A
Gypsum, ¥2”
JOCO3C | Depot Lounge Perforated Dot 1"'x 1" Ceiling Tile, White, No N/A
Gypsum, 12”
JOCO4A | Depot Office Area Drywall No N/A
JOCO4B | Supply Room Drywall No N/A
JOC04C | Mechanic’s Locker Drywall No N/A
Room
JOCO5A | Mechanic’s Locker Joint Compound No N/A
Room
JOCO5B | Mechanic’s Locker Joint Compound No N/A
Room
JOCO5C | Mechanic’s Locker Joint Compound No N/A
Room
JOCOs Mechanic’s Locker Drywall/Joint Compound Composite No N/A
Room
JOCO7TA | Reception Area Flat I'x[” Ceiling Tile, White, Gypsum, ¥2” No N/A
JOCO7B | Storeroom Closet Flat 1'x1" Ceiling Tile, White, Gypsum, 2" No N/A
JOCO7C | Storeroom Closet Flat I’x1” Ceiling Tile, White, Gypsum, 2" No N/A
o+, JOCOBA | Service Lane Building | Plaster Ceiling No N/A
Jf JOCO8B | Service Lane Building Plaster Ceiling No N/A
JOCORC | Service Lane Building | Plaster Ceiling No N/A

Bare Hills Business Center, 1421 Clurkview Road » Suite 1(X) ¢ Baltimore, MD 212()9-2188
3HY 296-7971 o (3003 2967971  FAX (410) 196-3419
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. ASBESTOS
 SAMPLE o CONTAININ | PHoTO
NUMBER LocATioNn DESCRIPTION G NUMBER
' YES/No
JOCO8D | Service Lane Building | Plaster Ceiling No N/A
JOCOSE | Service Lane Building | Plaster Ceiling No N/A
JOC09A Depot Lounge Ceiling Plaster No N/A
JOCO9B Depot Lounge Ceiling Plaster Yes 07
JOCo9C Depot Lounge Ceiling Plaster No N/A
JOCO9D Depot Office Area Ceiling Plaster No N/A
JOCO%E | Depot Office Area Ceiling Plaster No N/A
JOCI0AL Supervisor’s Office Cove Base Molding No N/A
JOCI0A2 | Supervisor's Office Cove Base Molding, Mastic No f N/A
JOCI0B! | Mechanic’s Locker Cove Base Molding No , N/A
Room
JOC10B2 | Mechanic’s Locker Cove Base Molding, Mastic 1 No / N/A
Room
JOCIOCT | Middle Office Cove Base Molding No [ N/A
3 JOCI0C2 | Middle Office Cave Base Molding, Mastic No f N/A
JOCIITAT | Front Office Black 97 x 9~ Vinyl Floor Tiles, 1/8” ! Yes 0s
JOCI1A2 | Front Office Black 9” x 9 Vinyl Floor Tiles, Mastic f Yes 05
JOC11B] Supply Room Black 97 x 9~ Vinyl Floor Tiles, 1/§" Yes 05
JOCI1B2 Supply Room Black 97 x 9~ Vinyl Floor Tiles, Mastic Yes [ 05
JOCtIC! Goodyeur Area Black 9” x 97 Vinyl Floor Tiles, 1/8” Yes { 05
JOC11C2 Goodyear Area Black 9" x 9 Vinyl Floor Tiles, Mastic Yes ( 05
JOCI12A1 Supply Room Red 9" x 97 Vinyl Floor Tiles, 1/8” Yes I 05
JOC12A2 Supply Room Red 97 x 97 Vinyl Floor Tiles, Mastic Yes [ 05
JOCI2BI | Front Office Red 9" x 97 Vinyl Floor Tiles, 1/8" f Yes [ 05
JOCI2B2 | Front Office Red 9” x 9~ Vinyl Floor Tiles, Mustic J Yes [ 05
JOC12¢C] Goodyear area Red 97 x 97 Viny! Floor Tiles, 1/8” f Yes f 05
JOC12C2 Goodyeur area Red 97 x 9~ Vinyl Floor Tiles, Mastic f Yes f 05
JOCI3A1 Supervisor's Office Tan with white Streaks, 127 x 127 viny! floor f Na / N/A
tiles, 1/8”
J0C13A2 j Supervisor's Office } Tan with white streaks, 12" x 127 vinyl floor / No [ N/A
tiles, mastic
JOC13B] I Storeraom Office f Tan with white streuks, 12" x 12" ving] floor / No / N/A
tiles, 1/8”
o’ JOC1382 / Storeroom Office [ Tan with white streaks, 127 ¢ 127 vinyl floor / No / N/A
tiles, mastic

Bare Hills Business Center, 1421 (1 rkview Roy:
(4101 296-7971 » (8U)) 296.7971 FAX (4

103 2963119

e Suite 100} e Baltimore, MDD 31 120801
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ASBESTOS
SAMPLE CONTAININ PHOTO
NUMBER LOCATION DESCRIPTION G NUMBER
. YES/NO
JOC13C!l | Front Office Tan with white streaks, 12" x 12" vinyl floor No N/A
tiles, 1/8”
JOCI13C2 | Front Office Tan with white streaks, 12” x 12" vinyl floor No N/A
tiles, mastic
JOCI4Al | Supply Room Beige 12" x 12" Vinyl Floor Tiles, 1/8” Yes 06
JOC14A2 | Supply Room Beige 12" x 12" Vinyl Floor Tiles, Mastic Yes 06
JOC14B1 | Goodyear Area Beige 12” x 12” Vinyl Floor Tiles, 1/8” Yes 06
JOC14B2 | Goodyear Area Beige 12" x 12" Vinyl Floor Tiles, Mastic Yes 06
JOC14Cl1 | Storage Area Beige 12" x 12" Viny! Floor Tiles, 1/8” Yes 06
JOC14C2 | Storage Area Beige 12" x 12" Vinyl Floor Tiles, Mastic Yes 06
JOCI15A1 | Storeroom Bathroom Tan 9" x 9” Vinyl Floor Tiles, 1/8” Yes 04
JOCI5A2 | Storeroom Bathroom Tan 9” x 9" Vinyl Floor Tiles, Mastic Yes 04
JOCI15B! | Storercom Bathroom Tan 9” x 9" Vinyl Floor Tiles, 1/8” Yes 04
JOC15B2 | Storeroom Buthroom Tan 9” x 9" Vinyl Floor Tiles, Mastic Yes 04
7 JOCI5CL | Storeroom Bathroom Tan 9” x 9” Vinyl Floor Tiles, 1/8” Yes 04
’ JOCI15C2 | Storeroom Bathroom Tan 9” x 9" Vinyl Floor Tiles, Mastic Yes 04
JOCI16A1 | Storeroom Bathroom Green 9" x 9" Vinyl Floor Tiles, 1/8” Yes 03
JOC16A2 | Storeroom Bathroom Green 9" x 9” Vinyl Floor Tiles, Mastic Yes 03
JOCI16B1 | Janitor’s Closet Green 9” x 9" Viny! Floor Tiles, 1/8” Yes 03
JOC16B2 | Janitor’s Closet Green 9” x 9” Vinyl Floor Tiles, Mastic Yes 03
JOC16C1 | Depot Men’s Room Green 9" x 9” Vinyl Floor Tiles, 1/8” Yes 03
JOC16C2 | Depot Men’s Room Green 97 x 9” Vinyl Floor Tiles, Mastic Yes 03
JOC17A1 | Depot Lounge Orange 127 x 12" Vinyl Floor Tiles, 1/8” Yes 01
JOCI17A2 | Depot Lounge Orange 127 x 12" Vinyl Floor Tiles, Mastic Yes 01
JOC17B1 | Depot Lounge Orange 127 x 127 Vinyl Floor Tiles, 1/8” Yes 01
JOC17B2 | Depot Lounge Orange 127 x 12” Vinyl Floor Tiles, Mastic Yes 01
JOCI7C1 | Depot Lounge Orange 127 x 127 Vinyl Floor Tiles, 1/8” Yes 01
JOC17C2 | Depot Lounge Orange 127 x 12" Vinyl Floor Tiles, Mastic Yes 0l
JOCI18A1 | Depot Office Area Green 127 x 127 Vinyl Floor Tiles, 1/8” Yes 02
JOCI8A2 | Depot Office Area Green 12" x 12" Vinyl Floor Tiles, Mastic Yes 02
JOCI18B1 | Depot Men’s Room Green 127 x 127 Vinyl Floor Tiles, 1/8” Yes 02
JOC18B2 | Depot Men’s Room Green 127 x 12" Vinyl Floor Tiles, Mastic Yes 02
: ,?’ JOCI8C1 | Depot Men’s Room Green 127 x 12" Vinyl Floor Tiles, 1/8” Yes 02
JOCISC? | Depot Men's Room Green 127 x 12" Vinyl Floor Tiles, Mastic Yes (02
JOCI9AL | Depot Men's Room White 12" x 12" Vinyl Floor Tiles, 1/8” Yes 02

Bare Hills Business Center. 1421 Clarkview Road « Suite 1{X) » Baltimore, MI> 21209-2188
(1) 296-7971 o (800) 296-7971 » FAX (410) 296-3419




CONNOR ENVIRONMENTAL SERVICES & ENGINEERING ASSESSMENTS

80941304 Page -9
ASBESTOS
SAMPLE : CONTAININ | PHOTO
NUMBER LOCATION DESCRIPTION G NUMBER
: : YES/No

JOCI9A2 | Depot Men's Room White 12” x 12" Vinyl Floor Tiles, Mastic Yes 02
JOCI9B! | Depot Men's Room White 12” x 12” Vinyl Floor Tiles, 1/8" Yes 02
JOCI19B2 | Depot Men’s Room White 12” x 12" Vinyl Floor Tiles, Mastic Yes 02
JOCI9C1 | Depot Men's Room White 12” x 12” Vinyl Floor Tiles, /8" Yes 02
JOCI9C2 | Depot Men's Room White 12” x 12" Vinyl Floor Tiles, Mastic Yes 02
JOC20A1 | Depot Men’s Room White 9” x 9” Viny! Floor Tiles, 1/8” Yes 03
JOC20A2 | Depot Men's Room White 9 x 9” Vinyl Floor Tiles, Mastic Yes 03
JOC20B! | Depot Men’s Room White 9” x 9” Viny! Floor Tiles, 1/8” Yes 03
JOC20B2 | Depot Men’s Room White 9” x 9” Vinyl Floor Tiles, Mastic Yes a3
JOC20C1 | Depot Men’s Room White 9" x 9 Vinyl Floor Tiles, /8" Yes 03
JOC20C2 | Depot Men’s Room White 9” x 9" Vinyl Floor Tiles, Mastic Yes 03
JOC2Z1A!l | Reception Area Blue 12" x 12" Vinyl Floor Tiles, 1/8” No N/A
JOC20A2 | Reception Area Blue 12" x 12" Vinyl Floor Tiles, Mastic No N/A
JOC20B1 | Reception Area Blue 12” x 12" Vinyl Floor Tiles, 1/8” No N/A

7 JOC20B2 | Reception Area Blue 12" x 12" Vinyl Floor Tiles, Mastic No N/A
JOC2ICI | Reception Area Blue 12" x 12" Vinyl Floor Tiles, 1/8" No N/A
JOC21C2 | Reception Area Blue 12” x 12" Vinyl Floor Tiles, Mastic No N/A

Discussion

As indicated by the laboratory analysis results and assumed materials, the use of asbestos-
containing materials was identified in the following forms (Locations of ACM are presented on the maps

in Appendix D):

MATERIAL LOCATION QUANTITY CONDITION METHOD

Plaster Ceiling 2" Floor Depot Office 1,100 SF Poor Laboratory Analysis
Ared

Green 9" x 9” Vinyl 2" Floor Depot Men’s 75 SF Good Laboratory Analysis

Floor Tiles and Mastic | Room

Green 9” x 9" Vinyl 2" Floor Janitor’s Closet 50 SF Good Laboratory Analysis

Floor Tiles and Mastic

Orange 12" x 12" Vinyl | 2" Floor Depot Lounge 2,200 SF Good Laboratory Analysis

Floor Tiles and Mastic

Orange 12" x 12” Vinyl | 2™ Floor Depot Office 120 SF Good l.aboratory Analysis

Floor Tiles and Mastic | Area

Green 97 x 9” Vinyl 2" Floor Depot Men's 75 SF Gond Laboratory Analysis

Floor Tiles und Mastic | Room

Green 9" x 9” Vinyl 2" Floor Depot Office 300 SF Good Laboratory Analysis

Bare Hills Business Center, 142} Clarkview Road o Syite [00 » Baltimore, MD 21200.314¢
(410) 296-7971 = (8001 296-7971 « FAX (410 296.3419




CONNOR ENVIRONMENTAL SERVICES & ENGINEERING ASSESSMENTS
80941304 Page - 10
MATERIAL LOCATION QUANTITY | CONDITION METHOD
Floor Tiles and Mastic | Area
White 12" x 12" Vinyl | 2™ Floor Depot Men’s 75 SF Good Laboratory Analysis
Floor Tiles and Mastic | Room
White 9” x 9” Vinyl 2™ Floor Depot Men's 75 SF Good Laboratory Analysis
Floor Tiles and Mastic | Room
White 9” x 9” Vinyl Janitor’s Closet 50 SF Good [aboratory Analysis
Floor Tiles and Mastic
Black 97 x 9” Vinyl Body Shop Storage 100 SF Good Laboratory Analysis
Floor Tiles and Mastic
Black 9" x 9” Vinyl Supervisor’s Office 84 SF Good Laboratory Analysis
Floor Tiles and Mastic
Black 9" x 9” Vinyl Middle Maintenance 84 SF Good Laboratory Analysis
Floor Tiles and Mastic | Office
Black 9" x 9” Vinyt Front Maintenance 72 SF Good Laboratory Analysis
Floor Tiles and Mastic | Office
Black 9” x 9" Vinyl Store Room 180 SF Good Laboratory Analysis
Floor Tiles and Mastic
Black 9" x 9” Vinyl Goodyear Area 100 SF Good Laboratory Analysis
Floor Tiles and Mastic
Red 9” x 9” Vinyl Floor | Body Shop Storage 100 SF Good Laboratory Analysis
Tiles and Mastic :
Red 9" x 9” Vinyl Floor | Supervisor’s Office 84 SF Good Laboratory Analysis
Tiles and Mastic ,
Red 9” x 9" Vinyl Floor | Middle Maintenance 84 SF Fair Laboratory Analysis
Tiles and Mastic Office
Red 9” x 9” Vinyl Floor | Front Maintenance 72 8§F Fair Laboratory Analysis
Tiles and Mastic Office
Red 9 x 9” Vinyl Floor | Store Room 180 SF Good Laboratory Analysis
Tiles and Mustic
Red 9” x 97 Vinyl Floor | Goodyear Area 100 SF Good Laboratory Analysis
Tiles and Mastic
Beige 127 x 12" Vinyl | Storeroom Office Closet 20 SF Good Laboratory Analysis
Floor Tiles and Mastic
Beige 12" x 12” Vinyl | Supply Room 360 SF Good Laboratory Analysis
Floor Tiles and Mastic
Beige 12" x 12" Vinyl | Storage Areu 225 SF Good Laboratory Analysis
Floor Tiles and Mastic
Beige 12" x 127 Vinyl | Goodyeur Area 100 SF Good Laboratory Analysis
Floor Tiles and Mastic
Tan 97 x 9” Vinyl Floor | Storercom Buthroom 60 SF Good Laboratory Analysis
Tiles and Mastic

Bare Hills Business Center, 1421 Clarkview Road o Suite 1(X) » Baltimore, MD 21209-2188

¢4 296-7971 & (8005 296-7971 #

FAX 141 296-3419
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MATERIAL LOCATION QUANTITY | CONDITION METHOD

Green 9” x 9” Vinyl Storeroom Bathroom 10 §F Good Laboratory Analysis

Floor Tiles and Mastic

Aircell Pipe Insulation | Goodyear Area I0LF Good Assumed

Fire Doors Throughout Bath S0EA Good Assumed

Buildings
Roofing Materials Roof - Both Buildings 60,000 SF Good Assumed

The black 9" x 9” vinyl floor tiles and mastic and red 9” x 9” vinyl floor tiles and mastic
(Category I Non-Friable) were utilized in the body shop storage room, the supervisor, middle and front
maintenance offices, the store room and the Goodyear area. The beige 12" x 127 vinyl floor tiles and
mastic (Category I Non-Friable) were utilized in the storeroom office closet, the store room, the storage
area and the Goodyear area. The tan 9” x 9” vinyl floor tiles and mastic (Category I Non-Friable) were
used in the storeroom bathroom. The green 9” x 9" vinyl floor tiles and mastic (Category I Non-Friable)
were used in the storeroom bathroom, the depot men’s room and the Janitor’s closet. The orange 12” x
127 vinyl floor tiles and mastic (Category | Non-Friable) were utilized in the depot lounge and the depot
office area. The green 12" x 12" vinyl floor tiles and mastic (Category I Non-Friable) were utilized in the
depot men’s room and the depot office area and the white 9" x 9" vinyl floor tiles and mastic (Category I
Non-Friable) were used in the depot men’s room and the Janitor’s closet. Asphalt tile was used primarily
from the 1920’s until the 1950's when the more commonly known vinyl asbestos tile (VAT) was
introduced. VAT and/or asphalt asbestos tile was used until the early 1980°s. Vinyl/asphalt tile is a non-
homogeneous mixture, therefore, random sampling often will not detect asbestos in vinyl tile. The ceiling
plaster (Category II Non-Friable) was utilized in the second floor depot area. The aircell pipe insulation
(friable material) was used in the Goodyear area. All asbestos-containing materials were observed to be
in good condition with the exception of the ceiling plaster in the 2™ floor depot area, which has several
areas of chipping, cracking, holes and water stains. There is also a portion of the ceiling plaster which
was removed and the remaining edge has significant damage.

Asbestos-containing materials (ACM) such as these may be maintained in place by the use of an
Operation and Maintenance (O&M) Program as defined in the EPA Managing Asbestos In Place:
Building Owner’s Guide to Operations and Maintenance Proerams sbestos Containing Materials.
The O&M program, if carried out with prudence and diligence, should be sufficient to maintain the
property in accordance with current applicable regulatory standards and sound business practices. The
O&M program should include the elements identified in the Conclusions and Recommendations section
of this report. Generally, asbestos-containing materials maintained with an O&M program can remain in-
place for the life cycle of the individual system, provided the integrity of the material remains intact and
undisturbed. Removal can be coordinated with renovations and/or modifications which may effect the

ACMs.

Bare Hills Business Center, 1421 Clarkview Road e Suite 100 » Baltimore, MD 21709-71 8%
(4101 296-7971 = (800} 296-797] « FAX 4103 296-3410
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CONCLUSIONS AND RECOMMENDATIONS

Develop and implement an Operations and Maintenance (O&M) Program that ensures the
integrity of the non-friable vinyl floor tiles. This program needs only to ensure that the non-friable
materials are not sanded, ground or mechanically abraded to produce fibers. Non-friable materials have
historically been shown not to be a significant environmental threat.

Develop and implement an Operations and Maintenance (O&M) program for the depot area
ceiling plaster. Any work involving the plaster ceiling must be done by trained asbestos personnel and

under strict supervision.
Develop and implement an O&M program for the Goodyear area aircell pipe insulation.

Any asbestos-containing materials that are scheduled to be disturbed due to planned
renovations/remodeling must be abated in accordance with federal, state and local guidelines.

Building owners shall notify the following persons of the presence, location, and quantity of
asbestos-containing materials (ACM) and presumed asbestos-containing materials (PACM) at work sites
in their buildings and facilities. Notification either shall be in writing, or shall consist of a personal
communication between the owner and the person to whom notification must be given or their authorized

representatives.
o WMATA employees who will work in or adjacent to areas containing such material.

o Prospective contractors applying or bidding for work whose employees reasonably can be
expected to work in or adjacent to areas containing such material.

Bure Hills Business Center, 1421 Clarkview Road » Suite 100  Baltimore, MD 21209-218%
(4103 206797 1 8 (R00) J06-7971 « FAX (4103 796-3419
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INSPECTOR TRAINING CERTIFICATION
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APPENDIX B

LABORATORY CERTIFICATION AND ANALYTICAL RESULTS
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Jdul-22-98 02:30P METS Laboratory

METS

LABORATORIES

179 smatlwood Village Center, Waldorf, Marviand. 20602

Bulk Asbestos Anal

NY ELAP #11603, NVLAP #200165-0

Account Number: 1 1-7804

Client Namae:

Address;

Project:

Connor Environmental Services

1421 Clarkview Rd Suite 100

Baltimors

MD 21209

Method EPA 600/R-93/1 16
Report Number 980717041

301-870-1701

ysis Report

Date Collscted:
Date Received:
Date Analyzed:

Royal Street Bys Division WMATA 808413
Asbestos

Date Reportad;:

301.870.1995
800.604.1995
301.870.1701

Metro:
Toll Free:
Fax#:

NA

71798
72198
72298

METS Sampla No.  Cllant Sympie ID Detected ., Asbestos % Asbestos /% Color
S80717011-001 JOCO1A Boiler Room Boiler Insulation No Cailulose Trace, Fiberglass 55, NAD Gray
NANF 44+
98nT JOCD18 Boiler Ruom Boiler Insulation Na Callulose 10, Fiberglass 20, NANF NAD Pink
. 70
980717011.003 JGCO1C Boiler Room Boiler Insulation No Celluloss 5, Fiberglass §5, NANF NAD Gray
40
880717011.004 JOCO2A Depat Launge 2X4 Ceiling No Cellulosa 40, Fiberglass 40, NANF  NAD Gry/wht
Tile 20
SB80717011.008 JQCO2B Depot Locker Room 2X4 No Fiberglass 40, Cellulose 40, NANF  NAD Gry/wWhi
Cailing Tila 20
980717011-008 JOCO2C Supervisar Office 2X%4 Cailing No Cellulose 40, Fikerglags 40, NANF ~ NAD Gry/wWht
Tis 20
980717011007 JOCQO3A Depot Office Parfaratad Dot Nea Cellulose 70, NANF 30 NAD Multi
1X1 Ceiling T'ila
$80717011-008  JOCO3B Depwt Olfica Perforated Dot No Cellulose 70. NANF 30 NAD Multi
1X1 Ceiling Tile
96071701 1-009 JOCO3C Depot Lounge Perfarated Dot No Ceilulose 70, NANF 30 NAD Multi

1X1 Csiling Tile

Note: NAD = No Asbesios Detectad,

: ples analyzed, Collectlon

ralors, It is the policy of METS Laboratory o disclaim any knowdedge of and Jiabili
Repont will not be used by the Client to claim praduct endorsement by NVLAE or any
In full without the written approval of METS Environm

NANF = Non-Asbestos Nen-Fibergus,  *

procedures, protocals, and
ty for the accuracy of the Infarmation provided.
ather government agency and shall not be reproducad except

et Testing Services, inc. g ” -—vw
Page 1 : i ) (/B
Wagner

= Presence Notad,

Dan

Trace = Trace Amounts Noted, < 1%

Laboratory Mansger

samols localions are basad on sampler and/ or submitting company

This




Jul-22-98 02:30P METS Laboratory 301-870-1701 P.0O2

N]:E I S Metro: 301.870.1995
Toll Free: 800.604.1995
LABORATORIES Fax#: 301.870.1701

179 Smallwood Village Center. Waldotf, Maryland, 20602

Bulk Asbestos Analysis Report
NY ELAP #11603, NVLAP #200165-0
Method EPA GOO/R-91/1 16
Report Number 980717011

Account Number: 11-7804 Date Collected: NA
Client Name: Caonnor Environmental Services Date Received: 71798
Address: 1421 Clarkview Rd Suite 100 Date Analyzed: 72158
Baltimore MD 21208 Date Reported: 72298
Project: Royal Street Bus Division WMATA 809413
Asbestos
METS Sample No.  Client Sample 10 Detected  nNop Asbestos % Atbastos / % Color
980717011010 JOCO4A Depot Gffice Ares Drywall No Cefiulose 20, NANF 80 NAD Tan/Wht
QRATI 7011011 JOCO4B Supply Raom Drywall No Celiulose 20, NANF 80 NAD Tan/Wht
$80717011-012 JOCO4C Mechanic Locker Room No Coluiose 20, NANF 80 NAD Tan/Wht
Drywsil
980717011-013 JOCSA Machanic Locker Room Jolnt No Cellulose Trace, NANF 99+ NAD White
Compound
$80717011-014 JOCO5B Mechanic Locker Room Joint No Celiuiose Trace, NANF 93+ NAD White
Compound
980717011015 JOCOSC Mechanic Lockesr Room Joint No Celiulose Trace, NANF 89+ NAD White
Compound
gap717011-018 JOCO6 Mechanie Locker Room No Challulsse 20, NANF 80 NAD Wht/Tan
Crywal / Jaint Compound Composite
980717011017 JOCQT7A Recephon Area Flat 1X1 No Calluioss Trace, Fibarglass 55, NAD Muiti
Celling Tie NANF 44+
60717011-018 JOCQO78 Storercomn Closet Flat 1X1 No¢ Cefiulose Trace, Fibergfass S5, NAD Multi
Ceding Tile NANF 44+
Note NAD = No Asbesics Dealected, NANF = Non-Ashestos Non-Fiberous, ° = Pressnce Noted, “Trace = Traca Amounts Noted, < 1%
: ‘a"‘ se reauils apply only to the samples enalyzed. Collecton procedures, pratocols, and sampls locationa are based on sampler and/ or subiniting campany
are‘oro it is the policy of METS Laboratory to disclaim any knowledge of and liabilty for the accuracy of lhe information pravided. Th:s
Repcrt will not be Lsed by the Client to claim product endorsemsnt by NVLAP or any other government agency snd shail not be repreduced except : )
In full without the wniten approval of MET S Enviranmental Testing Servicas, Inc. Roviswed by:

Pade s
e e w.—_D/ J /\\JI/

Labo:atory Manager k /




Jul-22-98 02:30P METS Laboratory 301-870-1701 P.O3

M:E I S Metro: 301.870.1995
Toll Free: 800.604.1995
LABORATORIES Fax#: 301.870.1701

179 Smallwood Village Center, Waldorf, Maryland, 20602

Bulk Asbestos Analysis Report
NY ELAP #1 1603, NVLAP #200165-0
Method EPA 600/K-93/116
Report Number 980717011

Account Number: 11.7504 Date Collected: NA
Client Name: Connor Environmental Services Date Received: 71798
Address: 1421 Clarkview Rd Suite 100 Date Analyzed; 72198
Baitimore MD 21209 Date Reported: 72298
Project: Royal Street Bus Division WMATA 808412
Astiestos
METS Sampie No,  Client Sample 1D Dotected noq ashestos % Asbestos / % Calor
980717011019 JOCO7C Storeroom Closet Flat 1 X1 No Cellulase Trace, Fiberglass 55, NAD Multi
Caiting Tlia NANF 44+
JOCCBA Outhouse Plagter Ceiling No Ceflulose 1, Fiberglass Trace. NAD Gray
NANF 68+
S80717011.021 JOCo88 Quthouse Plaster Ceillng No Cellulose Trace, NANF 99+ NAD Gray
980717011022 JOCOBC Outhouse Praster Ceiling Ne Cellulose Trace, NANF 99+ NAD Gray
980717011.023 JOCO8O Cuthouse Plaster Caiting No Celiulose Trace, NANF 00+ NAD Gray
980717011024 JOCOBE Oulhouse Praster Ceiling No Cellilose Trace, NANF 9g+ NAD Gray
Q80717011.028 JACA2A Depot Lounge Plaster Crillng Na Cellulose 2, Fiberglass 1, NANF NAD Gry/\Wht
97
980717011.026 JOCceas Qepot Loungs Ceiling Plaster Yey Cellulose "1ace, NANF 98+ Chiysotile 1 Gry/wnt
98071701 1-027 JOCO9C Depot Lounge Ceifing Plagter No Celiulose Trace, NANF 99+ NAD Gry/whnt

Paged - 4
Lab



Jul-22-98 02:30FP METS Laboratory

301-870-1701

METS

LABORATORIES

179 Smallwood Village Center. Waldorf, Marviand, 20602

Bulk Asbestos Analysis Report
NY ELAP 411603, NVLAP #200165-0
Method EPA GOO/R-93/116
Report Number 880717011

Metro: 301.870.1995
Toll Free: 8Q0.604.1995
Fax#: 301.870.1701

Account Number: 11.7804 Date Collected; NA
Client Name: Connor Environmental Services Date Received: 71798
Address: 1421 Clarkview Rd Suite 100 Date Analyzed: 72198
Baltimore MD 21209 Date Reported: 72298
Project: Royal Street Bus Division WMATA 809413
Asbastos
METS Sample No, Client Sample ID Datected Non Asbestos % Asbestos / % Cuolor
S80717011-028 JOCOSD Depot Cffice Area Celling No Cellulose Trace, NANF 99+ NAD Gry/wht
Plastar
JOCDIE Depot Olfice Area Ceiling Na Celiulose Trace, NANF 99+ NAD ny/Wht
Plaster
880717011-030A  JOC10A Supervisor Office Cove Base No Celiluose Tracs, NANF 93+ NAD Brown
Maiding (Molding}
980717011-0308  JOCI0A Supervisor Office Cove Base No Cellulose 1, NANF 99 NAD Beige
Molding (Mastic)
980717011-031A  JOC108 Mechanic Locker Room Cove No Celiulose Trace, NANF g9+ NAD Brown
Base Moalding (Melding)
9807170410318 JOC108 Mechanic Locker Room Cove No Celulose 1, NANF 99 NAD Beige
Base Molding {Mastic)
980717011-0324  JOC10C Middle Qifice Cove Basa No Cellulose Truce, NANF G0« NAD Brown
Malding (Molding)
$580717011-0328  JOC10C Middie Office Cove Base Na Celiulose 1, NANF 99 NAD Beige
Molding (Mastic)
980717011.033A  JOC11A Front Office Black X9 VFT Yes Celluiose Trace, NANF 94+ Chryschls 5 Black
(Fioor Tile}
Note. NAD = No Asbestos Detected, NANF = Non-Ashestos Non.Fiberous, * » Presence Noted, Trace = Trace Amounts Noted. < 1%

. rse results epply only to the samples analyzed. Coliection procedures, protocels, and sample (ocations are based on sampler and/ ar submitting company
. evefore, i s the policy of METS Laboratery lo disclaim any knowiedge of and liabiity for the accuracy af the information provided. This 7

wReport will not be used by the Client to ciaim product andorsement by NVLAP or any ciher government agency and shall not be reproguced except
In full without the written approval of METS Environmental Testing Services, Inc,

Noviswed by
Paga 4 ﬁ)lb

C-n Wagner
¢ horatory Manager




Jul-22-98 02:30P METS Laboratory 301-870-1701 P.OB

ME I S Metro: 301.870.1995
Toll Free: 800.604.1995
LABORATORIES Fax#: 301.870.1701

179 Smallwood Village Center. waldoef, Maryland, 20802

Bulk Asbestos Analysis Report
NY ELAP #11603, NVLAP #200165-0
Mecthod EPA GOU/R-93/116
Report Number 980717011

Account Number: 11.7g04 Date Collacted: NA
Client Name: Connor Environmental Servicas Date Received: 71798
Address: 1421 Clarkview Rd Suite 100 Date Analyzed; 72198
Baltimore MD 2120¢ Date Reported; 72298
Project: Royal Street Bus Division WMATA 809413
Asbestos
METS Sample No,  Client Sampla ID Dotected non Asbestos % Asbestos / % Color
980717011.0338  JOCI1A Front Office Black 9X9 VFT Yeos Cellutose 1, NANF 97 Chrysatile 2 Brown
{Maslic}
GEOTATOU1-Q34A JOC11B Supply Room Black 9X9 VFT Yes Cellulose Trace, NANFE S4+ Chrysaofile $ Black
L {Floor Tile} .
980717011-0348  JOC11B Supply Room Black 9X9 VFT Yos Celluluse 1, NANF 67 Chrysatlie 2 Brown
{Mastic}
980717011-035A Jognic Gaodyear Area Black 9X9 Yeas Cellulose Trace, NANF 94+ Chrysdtile § Black
VET (Floor Tile)
880717011-0388 JOC1IC Goodyear Area Black 9X9 Yes Cellulose 1, NANF 07 Chrysotile 2 Brown
VFT (Maslic)
980717011.036A  JOC!2A Supply Room Re SX9 VFT Yes Cellulose Trace. NANF Gde Chtysatile 5 Red
(Floor Tile)
980717011-0368B JOC12A Supply Room Re GX9 VFT Yes Celluloge Trace, NANF g7+ Chrysotile 2 Black
(Mastic)
980717011.0374  JOC12B Frant Office Red 9%9 VFT Yes Cellulose Trace, NANF 94+ Chrysatile 5 Red
{Floar Tile)
9807170110378  JOC128 Front Office Red OXG VFT Yes Celluloss Trace, NANF 97+ Chrysotile 2 Black
(Mastic)

Note: NAD = No Asbestos Celected, NANF = Non-Asteslos Non-Fiberous.  * = Presence Noted, Trace = Trace Amounts Noted, < 1%

s@ resutts apply only to the samples analyzed Collection procedures, protacals, and sample locatons are bagad on sampler and/ or submilling company
o erefore, i is the policy of METS Laboratory to disclaim any knowisdge of and liailty lor the aceuracy of the information provided. Ths
Repart will not be used by the Clisnt to claim product endorsemeant by NVLAP or any other government agency and shall net te reproduced sxcapt

In full without the wrtten approval of METS Environmental Testing Services_ Inc. -..‘.‘, /g
Dan Wagner L

Laboratory Mananer

Page 5




Jul-22-98 02:31P METS Laboratory 301-870-1701 P.06

ME l S Metro: 301.870.1995
Toll Free: 800.504.1995
LABORATORIES Fax#: 301.870.1701

179 Smaliwood Village Center, Waldorf, Marviand, 20802

Bulk Asbestos Analysis Report
NY ELAP #11603, NVLAP #200165-0
Method LPA 600/R-Y91/116
Repart Numbar 980717011

Account Number: 11.7804 Date Collected: NA
Clignt Name: Conner Environmental Services Date Raceived: 71798
Address: 1421 Clarkview Rd Suite 100 Date Analyzed: 72148
Baltimore MD 21209 Date Reported: 72298
Project: Royal Strest Bus Division WMATA 809413
Asbestos
METS Sample No.  Cllent Sample 1D Detected  yon Asbestos % Asbastos /% Color
980717011-038A  JOC12C Gocdyear Area Red 9X9 VFT Yeos Celtulose Trace, NANF 84+ Chrysotile 8 Red
(Floor Tile}
JOC12C Goodyear Area Red 9X9 VFT Yoo Cullytose Trace, NANF 97+ Chrysotile 2 Black
(Mastic)
S80717011-039A  JOC13A Supervisor Office Tan W/ No Cellulose Trace, NANF 59+ NAD Tan

White Streaks 12X12 VFT (Floor Tila)

980717011-0398  JOC13A Supervisor Office Tan vv/ Na Cellulose 1, NANF 89 NAD Black
White Streaks 12X12 VFT (Mastic)

980717011-040A  JOC138 Storsrcom Office Tan W/ Na Celluose Trace, NANF 88+ NAD Tan
White Streaks 12X12 VFT (Flow Tie)

3807170110408  JOC138 Storeroom Office Tan Wi No Ceflulase 1, NANF 88 NAD Black
Whita Sireaks 12X12 VFT (Mastic)

980717011-041A  JOC13C Front Qffice Tan W/ White No Cellulose Trace, NANF 99+ NAD Tan
Streaks 12X12 VFT (Fisor Tile)

gBO717011-0418  JOC13C Front Office Tan Wt Whits No Cellulose 1, NANF 59 NAD Black
Streaks 12X12 VFT (Mastic)
Q98O717D11.042A  JOC14A Supply Ruarn Bega 12X12 Yos Celliose Trace. NANF 97+ Chrysaotile 2 Beige

VFT (Floor Tile}

Nole: NAD = No Asbestos Detected, NANF = Non-Asbestos Non-Fiberous * = Presence Noted, Trace = Trace Amounts Noted. < | %

: # results apply only to tie samples analyzed Coleclion procedures, protocols, and sample locations are based an sampler and/ or submittirg company.
iierefore, f 1s the policy of METS Laboratory to disclaim any knowledge of and iatility far the accuracy of the inforrmalion provided. This
Report will not be usad by the Client to claim product endorserent by NVLAP ar any other governmen! agency and snall not be reproduced except

In full without the written approvsl of METS Envitonmental Testing Services inc, .
* " Reviewsd by: . (\/‘7
Page 6 ’}vb :
D, ,

an Wagner L/

Laboratory Manager




Jul-22-98 02:31p METS Laboratory 301-870-1701 P.O7

l S Metro: 301.870.1995
Toll Free: 800.604.1995

LABORATORIES Fax#: 301.870.1701
179 Smallwood Village Center, Waldorf, Maryland. 20602
Bulk Asbestos Analysis Report
NY ELAP #1 1603, NVI.AP #2001 65-0
Method EPa GUO/R-93/1 {6
Report Number 980717011
Account Number: 11.7504 Date Collected: NA
Client Name: Connar Environmentai Services Date Received: 71798
Address: 1421 Clarkview Rd Suite 100 Date Analyzed:; 72198
Baltimore MD 21209 Date Reported: 72298
Project: Royal Street Bus Division WMATA 809413
Axbestos
METS Sample No,  Cliant Sample ID Detected Non Asbestas % Asbestas /% Calor
980717011-0428  JOC14A Supply Room Beige 12X12 Yes  Celuiose 3, NANF o8 Chrysotile 1 Black
VFT (Mastic)
PUOZITON1.043A  JOCT4B Goodyear Arsa Beige 12x12 Yes Cellulose Trace, NANF 97+ Chrysotile 2 Beige
{ VFT (Floor Tile}
9807170110438 JOCI4B Goodyear Area Belge 12X12 Yes Collulose Trace, NANF 98+ Chrysatlle 1 Black
VFT (Mastic)
980717011-044A  JOC140 Storage Area Beiga 12X12 Yes Celllose Trace, NANF 97+ Chrysutile 2 Beige
VFT (Floor Tile)
SB0717011.0448  JOC14C Storage Area Beige 12X12 Yes Celuiloge Trace, NANE 98+ Cheysotile 1 Bilack
VFT (Mastic)
SB0T17011.045A4  JOCI5A Storersom Bathroom Tan Yos Cellulose Trace, NANF g7+ Chrysotile 2 Tan
SX8 VFT (Floor Tile)
980717011.0458 JOCISA Storervom Bathroom Tan Yes Ceilulose Tracw, NANF g6 Chrysotile 3 Black
X8 VFT (Mastic)
880717011 0484  JOC15B Storeroom Bathroom Tan Yes Celuiosa Trace, NANF g7+ Chrysotils 2 Tan
§X8 VFT {Floor Tils)
98Q717011.046B  JOCISB Storersom Bathroom Tan Yes Ceflulase Trace, NANF 94+ Chryzatie § Black

9X9 VFT {Mastic)

ote. NAD = No Ashestos Datected, NANF = Non-Asbestos Non-Fiberous, =~ = Presence Noted, Trace = Traca Amourits Notad, < 1 %

od. Coflection procedures, profocols, ang *2mpls locations are baseq on samplar and/ or submitting company

< erelors, o is the policy of METS Labaratory 1o disclaim any knawledgs of and liability for the dccuracy of the mformation provided, This -
Report wilf nat be used by the Client to ctaim product endorsement by NVLAP or any other govemmant agency and shall not be reproduced except ¢ 7
In fuit without the written approval of METS Envirormenta Testing Smyices, Ing a 4b - \
eviey Y. %:
Page 7 E }(,\)
Oan Wagner u

Laboratory Mansger 4




Jul-22-98 02:31P METS Laboratory 301-870-1701 P.O8

ME l S Metro: 301.870.1995
Toll Free: 800.604.1995
LABORATORIES Fax#: 301.870.1701

179 Smallwocd Village Center. Waldorf. Marytand. 20602

Bulk Asbestos Analysis Report
NY ELAP #11603, NVLAP #200165-0
Method EPA 600/R-9V/116
Report Number 980717011

Account Number: 11-7804 Date Collected: NA
Client Name: Connor Environmental Services Date Received:; 71798
Address: 1421 Clarkview Rd Suite 100 Date Analyzed: 72198
Baitimore MD 21209 Date Reported: 72298
Project: Royal Street Bus Division WMATA 809413
Azbastas
METS Sample No.  Client Sampia 10 Detected pon Asbestos % Asbestos / % Cotor
980717011-047A  JOCYSC Storerooarn Bathroam Tan Yas Celulose Trace, NANF 97+ Chrysatile 2 Tan
9X9 VFT (Floor Tile)
WATITC11.0478  JOCISC Storeroom Balhreom Tan Yes Cellulose Trace, NANF 94+ Chrysclile 5 Biack
15 9X9g VFT (Mastic)
880717011-048A  JOC16A Storereem Bathroom Grean Yes Celldlose 1, NANF 97 Chrysotils 2 Greepn
9X9 VFT {Floor Tiis)
880717011-0488  JOC1BA Storeroom Bathroom Green Yeg Cellujose 1, NANF 08 Chrysotile 3 Black
9X9 VFT (Mastic)
980717011-049A  JOC168 Janhtar Cioset Green X9 Yes Cellulose Trace, NANF §7+ Chrysotifa 2 Green
VFT {Flgor Tile)
§80717011-0458  JOC18B Jandor Closat Green 9X9 Yes Cellulosa Trace, NANF 96+ Chrysotile 3 Black
VFT {Mastic)
980717011-050A  JOCIBC Depot Men's Roam Green Yes Celilose Trace, NANF 97+ Chryaotile 2 Green

9X9 VFT (Floor Tile)

§80717011-0508  JOC16C Depol Men's Room Green Yes Cvliluloss Trace, NANF S0+ Chrysctila 3 Black
9X$ VFT (Maslic)

98071/011-0S1A  JOC17A Depot Launge Orange 12X12 Yes Celivloss Trace, NANF 38+ Chrysotie 1 QOrange
VFT (Floor Tile)

Note: NAD = No Asbesios Datectsd, NANF = Non-Asbestos Non-Fiberous, * + Presence Noled, Trace = Trace Amounts Noted, < %

% se resulls appiy only 1o the samples aralyzed. Collectlon procedures, protacals, and ssmple focations ars based on sampler andy or submitting company
L Arefore, it is Uy pohey of METS Laboratory to disclaim any knowlsdge of and liabiity for the accuracy of the information provided. This
Report wilt not be used by the Client to claim product endorsement By NVLAP or any ather govemnment agancy and shall not be reproduced except
in full without the written appravat of METS Environmentsl Testirg Services, Inc

Page 8 Rwlawaa_x)/b .

Oan Wagner
Ladoratory Manager oy
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Jul-22-98 02:31pP METS Laboratory 301-870-1701 P.og

m ' S Metro: 301.870.1995
Toll Free: 800.604.1995
LABORATORIES Fax#: 301.870.1701

179 Smallwoed Village Center, Waldoef, Marviand, 20602

Bulk Asbestos A nalysis Report
NY ELAP #11603, NVIAP #200165-0
Method EPA 600/R-9 /] 1§
Report Number 98071 70114

Account Number: 14 7804 Date Collected: NA
Client Name; Connor Environmantal Services Date Received: 71798
Addrags: 1421 Clarkview Rd Suite 100 Date Analyzed: 72198
Baitimore MD 21209 Date Reported: 72298
Project: Royal Street Bus Division WMATA 809413
Asbestos
METS SampleNo,  Cllent Sampte 1D Detected op Ashastos % Asbestos / % Color
SBOT17011-0518  JOC17A Depot Lounge Orange 12X12 Yes  Cellulose 1, NANF 56 Chrysotife 3 Black
VFT {Mastic}
170110524 Iociye Depot Lounge Orange 12x12 Yeg Cellulose Trace, NANF ga+ Chrysotile Orange
VFT (Floor Tils)
$80717011-0528  JOG178 Depot Lounge Orange 12X12  Yes  Collulose 1, NANF 96 Chrysotle 3 Black
VFT (Mastic)
980717011-0534  JOC17C Depot Lounge Orange 12x12 Yes Cailulose Trace, NANF 984+ Chrysotile 1 Orange
VFt (Ploor Tiley
98071701 1-0%3g JOCI7C Depat Lounge Orange 12X12 Yes Cellulose Trace, NANF 98+ Chrysotile 3 Black
VFt (Mastic)
980717011-084A  JOCIBA Depot Office Area Green Yes Cellulose Trace, NANF 974 Chrysotile 2 Green
12X12 VFT (Floor Tiley
Q807170110548 JOG18A Dapet Offles Area Green Yes Celluiose Trace, NANF 98+ Chrysotils 3 Black
12X12 veT (Maslic)
SBD717011-088A  JOC18B Oepot Men's Room Grasn Yes Celulose Trace, NANE a7+ Chrysotle 2 Green
12X12 VFT (Floor Tile)
8807170110558 JOC18g Depat Men's Room Grean Yes Calulose Trace, NANF 96+ Chrysotile 3 Black

12X12 VFT (Mastic)

Note. NAD = No Ashatlos Oelected, NANF = Non-Asbeslos Non.Fiberous, * = Presence Noted, Trace = Trace Amounts Noted, < 1%

SE resulls apply only to the samples analyasd. Collection procedures, protocols. and Sample locations are based on sampler ands or submilting company.
"~ Carefore, 1t Is the PoiCy of METS Laboratory o disclam any knowledga of ang lHabulity for the accuracy of the Infortnatian Pprovided, This

Report wil not be used by the Cllent to cisim product endorsement by NVLAP or any other government agency and shaft not be repreduced except
Int ful without the wnifen approvat of METS Envyanmental Testing Services, Ing é)

R ST e v
Dan Wagnar / /

Laboratory Menagey é




Jul-22-98 02:32P METS Laboratory 301-870-1701 P.10
ME I : ; Metro: 301.870.1995

Toll Free: 800.604.1995

LABORATORIES Fax#: 301.870.170}

179 Smallwood Village Center. Waldorl, Maryland, 20602

Bulk Asbestos Analysis Report
NY ELAP #11603, NVLAP #200165-0
Method EPA 60O/R-YY/ 116

Report Number 980717011

Account Number: 11-7804 Date Collected: NA
Client Nama: Connor Environmental Services Date Received: 71798
Address: 1421 Clarkview Rd Suits 100 Date Analyzed: 72198
Baltimore MD 21209 Date Reported: 72298
Project: Royal Street Bus Division WMATA 809413
Ashsstos
METS Sample No,  Glient Sample 1D Detected Non Asbestes % . Asbestos/% Color
980717011-056A  JOCYBC Depot Men's Room Green Yes  Celulose Trace, NANF 97+ Chrysotile 2 Grean
12X12 VFT (Floor Tile)
JOC18C Depot Men's Room Green Yes Cellulose Trace, NANF S8+ Chrysotile 3 Black
12X12 VFT (Maslic) 3
880717011-057A  JOC19A Depot Men's Room VWhite Yes  Cellulose Trace, NANF 97+ Chiyactile 2 White
12X12 VFT (Floor Tils)
98D717011-0578  JOC19A Depat Men's Room White Yes Cefiuiose Trace, NANF 96+ Chrysotile 3 Black
12X%12 YFT {Mastic) ]
980717011-058A  JOC188 Depot Men's Room White Yes Ceiluloss 1, NANF 97 " Chrysctile 2 White
12X12 VFT {Flcor Tile)
980717011-0588  JOC198 Dapot Men's Room Whie Yes Calluloss Trace, NANF 58+ Chrysotile 3 Black
12X12 VFT (Mastic)
SED717011-058A  JOC19C Depot Man's Room White Yes Cellulose Trace, NANF 87+ Chrysdtile 2 White
12%12 VFT {Floor Tile)
9807170110588  JOC19C Depot Men's Room White Yes Ceflulose 1, NANF 98 Chuysotite 3 Black
12X12 VFT (Mastic)
480717011-080A  JOCZ20A [lepo! Man's Roam White Yes Celluiose Trace, NANF 97+ Chryealile 2 White
9Xx9 VFT (Floor Tile) .

Nots. NAD = No Asbestos Detected. NANF = Non-Asbeasios Non-?ibemu:, * = Prosence Noted, “Traca » Trace Amaunts Noted, < 1%

. ese results apply anly to the samples analyzed. Cotlection procedures, protocois, and sample locations are based on sampler and/ or submitting company,
herefore 1t s the poiicy of METS Labaratory to disclaim any inowledge of and labiity far the accuracy of the information provided. This

Report will nct be used by the Client to clsim product andorsemant by NVLAP of any other government agency and shall not be reproduced except
in full without the written spproval of METS Enviconmental Tesling Services, inc. 5 -
Reviewed by
Page 10
Dan Wagnef

{aboratory Manager '




Jui-2z2-98 o0z2:32p METS Laboratory

301-870-1701

l \ 5 Metro: 301.870.1995
Toll Free: 800.604.1995
LABORATORIES Fax#: 301.870.1701
179 Smailwood Village Center, waldort, Marvland., 20602
*
Bulk Asbestos Analysis Report
NY ELAP #} 1603, NVLAP #20016%-0
Method LPA HOO/R-Y3/116
Report Number 93071 7011
Account Number: 4 1-7804 Date Collecteq: NA
Cllent Name: Connor Environmenta! Services Date Recaived: 71798
Address: 1421 Clarkview Rd Suite 100 Date Analyzed: 72198
Baltimore MD 21209 Date Reporteq; 72298
Project: Royal Strest Bus Division WMATA 809413
Asbestos
METS Sample No.  Client Sample 10 Detected non Asbestos % Asbestos % Color
900717011 0508 o030 Depat Men's Room Whie Yes  Celulose Trace, NANF 8o Chrysotife 3 Black
$X2 VFT (Mastic)
SROTI70110614  Jo C208 Depot Men's Room White Yos Celuinse Trace, NANF §7+ Chiysotife 2 White
8X9 VFT (Floor Tila}
9807T17011-0818 JOC208 Depot Men's Raom White Yeu Cellulosa Trace, NANF 98+ Chrysotile 3 Black
9X9 VFT (Mastic)
980717011-062A  JOC20C Depot Men's Room Whits Yes  Celulose Trace, NANF 974 Chrysatila 2 White
9X9 VFT (Floor Tile)
980717011-0628 JOC20C Depot Man's Raom White Yeas Cellilose Trace, NANF 58+ Chrysotite 1 Black
8X9 VFT (Mastic)
980717011-083A  JOC21A Reception Area Blus 12X12 No Celiulose Trace, NANF 99+ NAD Blue
VFT (Floor Tile)
980717011-0838 JOCZ1A Raception Area Biue 12x12 No Cellulose Truce, NANF 99+ NAD White
VFT (Mastic)
SBUTI7011.0644 tOC218 Recaption Area Biue 12x12 Na Ceilulose Trace, NANF 99+ NAD Blue
VFT (Flaoe Tle}
JOC218 Receplion Area Blue 12X12 No Cellulose Trace, NANF 99w NAD White

380717011.0648

VFT (Mastic)

fate. NAD = No Ashesios Detected,

in

NANF = Non-Aebegios Nan-Fibgrous,

1on procedures
any knowledge
corsement by NVLAF o an
tal Testing Services, Inc

s

of and lubiiity f9¢ the aceuracy
y cther government

F?ew»mjg;A
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Jul-22-98 02:32P METS Laboratory 301-870~1701 P.12

m I S Metro: 301.870.1995
Toll Free: 800.604.1993
LABORATORIES Fax#: 301.870.1701

179 smallwocd Village Centet. waldotf, Maryland. 20602

Bulk Asbestos Analysis Report

NY ELAP #11603, NVLAP #200165-0
Viethod EPA 600/R-93/116
Report Number 980717011

Account Number: 11-7804 Data Collscted: NA

Client Name: Connor Environmental Services Date Received: 71798
Address: 1421 Clarkview Rd Suite 100 Date Analyzed: 72198

Baitimore MD 21208 Date Reported: 72298

Project: Royal Street Bus Division WMATA 808413
Astestos
METS Sample No,  Client Sample D Detscted pon Asbestos % Asbestos/ % Color
oB0717011-085A  JOC21C Reception Ared Blue 12412 Neo Caellulose Tracs, NANF 98+ NAD Blue
VFT (Floor Tile}

o 7011-0658  JOC21C Reception Area Blue 12X12 Neo Cellulose Trace, NANF 99+ NAD While
& VFT (Mastic)

Trate. NAD = Mo Asbestos Detected, NANFE = Non-Asuestos Non-Fiberous, T Fresonce Noted,  1race = Trace Armounts Noted, < 1%

o resutts apply only to the samples anatyzed Ccllection procedurss, protocols, and sample locafions are based on sampler and/ or submitling sempany

Varetore, it 18 the poticy of METS Laboratory to disclaim any knowedge of and kabiity for the accuracy of tha informatien provided. This .
Report will not be used by Ine Chiert to claim product endorsament by NVLAP or any othes govefnment agency and shall not be reproduced excent / 7

in full without the written approval of METS Ervlronmental Testing Services. Inc ~
Raviewed by: )
Page 12 —M
S
Dan Wagner ——m /

Laboratory Manager




APPENDIX C

SAMPLE LOCATION MAP

» CONNOR Environmenta} Services & Engineering Assessments o
Bare Hills Business Conter # 1421 Clarkview Road, Suite 100 ¢ Bultinore, Marviand 21209-2188 & (3303 296.7971

® Fax 01100 2063119
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SAMPLE LOCATION MAP

CONNOR Environmental Services and Engineering Assessments

A Division of MIRCON, Inc.
Bare Hills Business Center
1421 Clarkview Road

Baltimore, MD 21 209-2188
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APPENDIX D
ACM LoOCATION MApP

¢ CONNOR Environmental Service

s & Enpineering Assessments »

Bure Hills Business Cemer e 1431 Clurkview Roae Suite 100 » Balimore, Myl

anid TI200-218% & (41403 2987971 « Fux t4105 266341




Royal Streat Division

Asbestos Contawnng VFT &Thermal Pipe tosulation
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ACM LOCATION MAP

e
CONNOR Environmental Services and Engineering Assessments
A Division of MIRCON. Inc.
Bare Hills Business Center
1421 Clarkview Road
Baltimore, MD 21209-2188
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td ';" - - - -
05 - RED 9"X9" VFT & MASTIC & BLACK

02 - GREEN 12"X12" VFT & MASTIC &
WHITE 12"X12" VFT & MASTIC

- il
e - iy SR |

03 - GREEN 9"X9" VFT & MASTIC & WHITE
9"X9" VFT & MASTIC

9"X9" VFT & MASTIC

06 - BEIGE 12"X12" VFT & MASTIC




07 - CEILING PLASTER
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